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Voorschriften en Goedkeuringen

GOVERNMENT SPEC'S

MIL-STD-865C (USAF) Selective (Brush Plating) (1 Nov.88)
Electrodeposition

MIL-P-80249A Plating Units, Selective (Brush
Plating),Portable

MIL-STD-2197 (SH) Brush Electroplating on Marine (28 Mar.89)
Machinery

U.S. Navy Bremerton P10360-149E Selective Electrochemical Metal Plating

U.S. Navy Pearl Harbor SSPI 02/001.1A Electroplating Contact Method (DALIC
Process)

NAVAIR 01-1A-509 Section IX Restoration of Cadmium (1 June 75)
Plated Surfaces

DOT-FAA EA-AC 43.13-1A & 2A Acceptable Methods, Techniques and
Practices,Paragraph 104,Selective
Plating in Aircraft Maintenance

MIL-P-47184(mi) Plating Nickel-Tungsten,Electrodeposit (12 July 74)
on Aluminum Alloys by Selective (Brush)
Method

QQ-N-290A: Nickel plating, (Electrodeposited)

QQ-S-365D Silver Plating, (Electrodeposited)

QQ-P-416E Cadmium Plating, (Electrodeposited)

MIL-T-10727B Tin Plating, (Electrodeposited)

MIL-C-14550B Copper Plating, (Electrodeposited)

MIL-P-23408 Tin-Cadmium Plating,
(Electrodeposited)

MIL-G-45204C Gold Plating, (Electrodeposited)

MIL-P-45209 Palladium Plating, (Electrodeposited)

MIL-R-46085A Rhodium Plating, (Electrodeposited)

MIL-A-8625E Anodizic Coatings
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